


Sign Report (English Units)

Highway Number (ON) 5D:

Mile Post (ON) 11: 

082A
1.360 mi

A
Colorado Department of Transportation

 0%  100%  1  0 0%  09612/4  1Base/Gusset Welds  0  0%(EA)

(CS3) - Corrosion: Corrosion with up to 1/32 inch deep pitting. (1 EA)

 0%  100%  1  0 0%  01000/4  1Corrosion  0  0%(EA)

 100%  0%  0  0 0%  09620/4  1Column - Steel  1  0%(EA)

Missing pole cap. Handhole taped on.

(CS2) - Damage: Impact damage measuring 6 inches wide by 10 inches high by 1/2 inch deep on 

southeast face approximately 2 feet up from the base. (1 EA)

 0%  0%  0  1 0%  0515/4  1Steel Protective Coating  0  100%sq.ft

Painted.

(CS4) - Effectiveness: Protective coat had failed in areas of corrosion. (1 SF)

 0%  0%  0  1 0%  03440/4  1Eff (Stl Protect Coat)  0  100%sq.ft

 100%  0%  0  0 0%  07000/4  1Damage  1  0%(EA)

 100%  0%  0  0 0%  09630/4  1Bolt Upr Conn/Splice  1  0%(EA)

The tightness of the upper connection bolt nuts were verified by the inspectors.

(CS2) - Corrosion: Spotty surface corrosion. (1 EA)

 100%  0%  0  0 0%  01000/4  1Corrosion  1  0%(EA)

 50%  0%  0  0 50%  19631/4  2Weld Upr Conn/Splice  1  0%(EA)

(CS2) - Corrosion: Spotty surface corrosion. (1 EA)

 100%  0%  0  0 0%  01000/4  1Corrosion  1  0%(EA)

 100%  0%  0  0 0%  09640/4  28Frame/Mast Arm  28  0%(LF)

(CS2) - Corrosion: Spotty surface corrosion throughout. (28 LF)

 0%  0%  0  28 0%  0515/4  28Steel Protective Coating  0  100%sq.ft

Painted.

(CS4) - Effectiveness: Protective coating had failed in areas of corrosion. (28 SF)

 0%  0%  0  28 0%  03440/4  28Eff (Stl Protect Coat)  0  100%sq.ft

 100%  0%  0  0 0%  01000/4  28Corrosion  28  0%(LF)
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