August 1, 2005

<<703ACCM>>

REVISION OF SECTION 703

AGGREGATE (COVER COAT MATERIAL)

Section 703 of the Standard Specifications is hereby revised for this project as follows:

In subsection 703.05, first paragraph, delete the first sentence and replace with the following:

Aggregates for cover coat material shall be crushed stone, crushed slag, or crushed gravel.

