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Reason for this new or changed specification:

Stone Matrix asphalt (SMA) task force committee was jointly established with the industry to clarify specification requirements on (SMA) projects for uniformity in application.

As a result of the task force,  below specifications were revised to address the following issues:
-	To clarify specification requirements on stone matrix asphalt (SMA) projects for    uniformity in application.
-	Mix design adjustments
-	Density Targets
-	Compaction Test Section


	
New or Revised Specification:

1.	Revision of Section 401, Compaction of Hot Mix Asphalt.  
2.	Revision of Section 401, Compaction Pavement Test Section (CTS). . 
3.	Revision of Section 401, Temperature Segregation.  
4.	Revision of Section 401 and 703, Stone Matrix Asphalt pavement.  
5.	Creation of new Standard Special Provision, Section 703, Mineral Filler   
6.	Creation of a new Standard Special Provision, Revision of Section 620, Field Office.

	NOTE: See Procedural Directive 513.1 for a description of appropriate specification development procedures.




October 25, 2007
REVISION OF SECTION 401
TEMPERATURE SEGREGATION

Section 401 of the Standard Specifications is hereby revised for this project as follows:

Subsection 401.16 shall include the following:

The Engineer will perform a systematic segregation check in accordance with CP 58 as early in the project as is feasible to determine if temperature segregation problems exist.  Temperature segregation will be of concern on the project if, across the width of the mat, temperatures vary by 25 °F or more.  Densities will not need to be taken in the systematic segregation study.  The Engineer will discuss the temperature findings of the systematic segregation check with the Contractor.  

The Engineer may evaluate the HMA for low density due to temperature segregation any time industry best practices, as detailed on Form 1346, are not being followed or the Engineer suspects temperature segregation is occurring.  The Engineer will first meet with the Contractor to discuss the paving practices that are triggering the temperature investigation.  Areas across the mat, excluding the outside 1 foot of both edges of the mat, that are more than 25 °F cooler than other material across the width may be marked for density testing.  Material for temperature comparison will be evaluated in 3-foot intervals behind the paver across the width of the mat.  The material shall be marked and tested in accordance with CP 58.  If four or more areas within a lot of 500 tons have densities of less than 93 percent of the material’s maximum specific gravity for SMA mixes or less than 92 percent of the material’s maximum specific gravity for all other HMA mixes, a 5 percent price disincentive will be applied to the 500 ton lot.  The 500 ton count begins when the Engineer starts looking for cold areas, not when the first cold area is detected.  This price disincentive will be in addition to those described in Sections 105 and 106.  Only one area per delivered truck will be counted toward the number of low density areas.  Temperature segregation checks will be performed only in areas where continuous paving is possible.


