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	Reason for this new or changed specification:

The changes to (a) Steel and Iron are to clarify what is needed in certifications and monthly submittals to meet the Buy America requirements.

	New or Revised Specification:

See attached…

	Note:
See Procedural Directive 513.1 for a description of appropriate specification development procedures.


June 17, 2020 
SECTION 106 
CONTROL OF MATERIAL 

Section 106 of the Standard Specifications is revised to include: 

Revise 106.11, Buy America Requirements, (a) as follows: 

 (a)
Steel and Iron. All manufacturing processes, including applying a coating, for steel and iron products permanently incorporated in the work shall have occurred in the United States of America. All manufacturing processes include the processes that change the raw ore or scrap metal into a finished steel or iron product. This requirement will not prevent a minimal use of foreign steel or iron, provided the total cost, including delivery to the project, of all such steel and iron products does not exceed one-tenth of one percent of the total contract cost or $2,500, whichever is greater. When there is foreign steel or iron permanently incorporated into the project the Contractor shall provide documentation of the project delivered cost of that foreign steel or iron.
The Contractor shall maintain on file Buy America certifications that every process to either the original smelting or melting  operation
, including applying a coating, performed on steel or iron products either has or has not been carried out in the United States of America. These certifications apply to every steel and iron product that requires pre-inspection, pretesting, certified test results, or a certificate of compliance. Shipping invoices, bar lists and mill test reports shall accompany the Buy America Certifications. The Contractor shall obtain a certification from each supplier, distributor, fabricator, and manufacturer that has handled each steel or iron product. These certifications shall create a chain of custody trail for every supplier, distributor, fabricator, and manufacturer that handles the steel or iron product and shall include certified mill test reports with heat numbers to either the original smelting or melting operation. Upon request, the Contractor shall allow the State, FHWA, and their representatives access to the Buy America certifications. When the Contractor does not provide the Buy America certifications at the Engineer’s request, the Engineer will reject the steel or iron product 
Before the permanent incorporation into the project and before payment for steel or iron products, the Contractor shall provide an assurance documen.The Assurance document shall certify in writing that the steel or iron products comply with Buy America requirements; the Buy America certifications are on file; and when requested, the Contractor has submitted the required documentation to CDOT. The Contractor shall maintain an assurance document that summarizes the date and quantity of all steel and iron material delivered to the project. This document shall include the pay item, quantity of material delivered to the project, mill test reports with heat numbers, and the quantity of material installed by the monthly progress payment cutoff date. The assurance document shall reconcile the pay item quantities and certified mill test reports for the material delivered to the project to the Buy America certifications. The assurance documentation shall include the cost of all foreign steel or iron delivered and permanently incorporated into the project. The Contractor shall also submit a summary for each month that no steel or iron products are incorporated into or delivered to the project.. The Contractor shall submit the assurance documentation to the Engineer by the monthly progress payment cutoff date. The assurance documentation does not relieve the Contractor of providing the necessary Buy America certifications for steel or iron products.
(Clean Version)
106.11 Buy America Requirements
 (a)
Steel and Iron. All manufacturing processes, including applying a coating, for steel and iron products permanently incorporated in the work shall have occurred in the United States of America. All manufacturing processes include the processes that change the raw ore or scrap metal into a finished steel or iron product. This requirement will not prevent a minimal use of foreign steel or iron, provided the total cost, including delivery to the project, of all such steel and iron products does not exceed one-tenth of one percent of the total contract cost or $2,500, whichever is greater. When there is foreign steel or iron permanently incorporated into the project, the Contractor shall provide documentation of the project delivered cost of that foreign steel or iron.

The Contractor shall maintain on file Buy America certifications that every process to either the original smelting or melting operation, including applying a coating, performed on steel or iron products either has or has not been carried out in the United States of America. These certifications apply to every steel and iron product that requires pre-inspection, pretesting, certified test results, or a certificate of compliance. Shipping invoices, bar lists, and mill test reports shall accompany the Buy America Certifications. The Contractor shall obtain a certification from each supplier, distributor, fabricator, and manufacturer that has handled each steel or iron product. These certifications shall create a chain of custody trail for every supplier, distributor, fabricator, and manufacturer that handles the steel or iron product and shall include certified mill test reports with heat numbers to either the original smelting or melting operation. Upon request, the Contractor shall allow the State, FHWA, and their representatives access to the Buy America certifications. When the Contractor does not provide the Buy America certifications at the Engineer’s request, the Engineer will reject the steel or iron product. 

Before the permanent incorporation into the project and before payment for steel or iron products, the Contractor shall provide an assurance document. The Assurance document shall certify in writing that the steel or iron products comply with Buy America requirements; the Buy America certifications are on file; and when requested, the Contractor has submitted the required documentation to CDOT. The Contractor shall maintain an assurance document that summarizes the date and quantity of all steel and iron material delivered to the project. This document shall include the pay item, quantity of material delivered to the project, mill test reports with heat numbers, and the quantity of material installed by the monthly progress payment cutoff date. The assurance document shall reconcile the pay item quantities and certified mill test reports, for the material delivered to the project to the Buy America certifications. The assurance documentation shall include the cost of all foreign steel or iron delivered and permanently incorporated into the project. The Contractor shall also submit a summary for each month that no steel or iron products are incorporated into or delivered to the project. The Contractor shall submit the assurance documentation to the Engineer by the monthly progress payment cutoff date. The assurance documentation does not relieve the Contractor of providing the necessary Buy America certifications for steel or iron products.

�Changes include adding 


the original smelting or melting


What should be included in certification


Add heat numbers to all certifications.


This paragraph is about the assurance documentation that contractor has the certifications in hand.


�Named the monthly submittal “Assurance Document”


Added tying the submittal information to Mill Test Reports and Heat numbers





