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	Reason for this new or changed specification: There is a discrepancy in the language in 401.17 Compaction Pavement Test Section (CTS). At the MAC meeting, a discussion was held, and all agreed to change the language to the 2012 version with edits to the words “may be” to read “at the engineer’s discretion” or “shall”.The change 401.17 Compaction was presented to the July 2023 MAC Meeting and approved.Correct in pilot special provision as well. 
	New or Revised Specification: This Revision to 401.17 Compaction: Second to last paragraph reads:After production paving work has begun, a new CTS shall be required for different layers of pavement unless otherwise approved by the Engineer. Each additional CTS shall be constructed and documented as specified herein, and shall be sampled, tested and accepted or rejected as described herein.After last paragraph add:If the Contractor requests minor changes to the roller pattern that was established during the CTS, the Contractor must perform a Roller Pass Study to demonstrate that the specified density is obtained with the new roller pattern before proceeding with the paving operation with Engineer Approval.  The Engineer shall define what constitutes a “minor change” at the pre-pave meeting.   See Attached
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