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Specified | F2Y Factor Deviations Pay
Strength | (Percent) From Factor
(psi) See Note Specified Air | (Percent)
(Percent) | *See Note
1-100 98
101 - 200 9% 0.0-0.2 98
201 - 300 %2 03-0.4 9%
301 - 400 84 0.5-0.6 %2
401 - 450 75 0.7-0.8 84
Evaluate by
4511000 | 5 et 0.9-1.0 75
451 - 600 65 Over 1.0 Reject
601 - 700 54
701 - 800 a
801 - 900 29
901 - 1000 15+
Over Reject

1000*

Table 601-3 Notes: *
Concrete represented by
out-of-spec tests will
only be price-reduced
with the lowest pay
factor, not for each pay
factor.

** After coring.

*+ Concrete represented
by this set is rejected for
being more than 450 psi
below specification. The
concrete represented by
this set can only be price
reduced and left in place
if a structural evaluation
by the Structural
Engineer of Record is
completed and the
structural evaluation
indicates the structure is
structurally sound.




