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CDOT’s 2012 FMM & 2013 FMM 
QA Schedule, Item 403  

 
 

Note: This is a result of the efforts from Task Force 2007-03.  The intent of this Materials 
Bulletin is to correct an error within the Quality Assurance Schedule (page 11) for both the 
2012 Field Materials Manual and the recently released 2013 Field Materials Manual.  The web 
posted documents have been corrected. 
 
 
As published: 
 
PAY ITEM TYPE OF TEST Project Verification Sampling & Testing Frequency 
 

403 
 
Hot Mix Asphalt 

IN-PLACE DENSITY Top two lifts of Item 403: 1 per 500 tons (500 t) or 
fraction thereof of mix placed.  All other lifts: 1 per 
1000 tons (1000 t) or fraction thereof of mix placed 
(or as specified in the contract). 

 
 
As corrected: 
 
PAY ITEM TYPE OF TEST Project Verification Sampling & Testing Frequency 
 

PAY ITEM 403 
 
Hot Mix Asphalt 

IN-PLACE DENSITY All lifts of Item 403: 1 per 500 tons (500 t) or fraction 
thereof of mix placed (or as specified in the 
contract). 

 
 


