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The poured joint shall  be included in Item 408, Joint Sealant, LF.

Saw cut 2" deep of new HMA for ½" wide poured joint sealant. 5.

Expansion joint material  shall meet AASHTO M213.4.

B______.

covered with 1" of low density polystyrene foam.  See 

The top surface of the post-tensioning block, if any, shall  be 3.

Specifications for Bridge Deck Concrete in Subsection 601.

Approach slab concrete shall  be cured in accordance with the 2.

Concrete Class DF shall  be used for approach slabs.1.
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